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PEROXIDES FOR CURING OF UNSATURATED POLYESTER RESINS
CURE PERFORMANCE AT 80°C COMPARISON

CURE PERFORMANCE AT 80°C IN A MEDIUM REACTIVITY ORTHOPHTHALIC RESIN
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Tradename Peroxide Cobalt 6% Gel time Cure time Peak Pot life at
quantity quantity (min:s) (min:s) exotherm (°C) | 30°C (hours)
[ Luperox® K2 2 phr No cobalt 5:47 7:35 201 6:00
[0 Luperox® K21 2 phr No cobalt 5:48 7:03 203 6:03
' Luperox® 26M70 2 phr No cobalt 8:36 10:26 190 >24
Il Luperox® ANS50 3 phr No cobalt 12:37 13:22 197 > 24
I Luperox® DP10 2 phr 0,25 phr 5:17 5:58 190 14:09
I Luperox® DP40 2 phr 0,25 phr 4:40 5:28 204 10:30

Conditions of experiment:
Resin: medium reactivity orthophthalic resin

Peroxide quantity: depending on test
Cobalt (6% solution): depending on test

Resin initial temperature: 25°C
Testing temperature: 80°C

Resin sample: 259






